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ABSTRACT: Selective-area growth is a promising technique
for enabling of the fabrication of the scalable III−V nanowire
networks required to test proposals for Majorana-based
quantum computing devices. However, the contours of the
growth parameter window resulting in selective growth remain
undefined. Herein, we present a set of experimental
techniques that unambiguously establish the parameter
space window resulting in selective III−V nanowire networks
growth by molecular beam epitaxy. Selectivity maps are
constructed for both GaAs and InAs compounds based on in
situ characterization of growth kinetics on GaAs(001)
substrates, where the difference in group III adatom
desorption rates between the III−V surface and the amorphous mask area is identified as the primary mechanism governing
selectivity. The broad applicability of this method is demonstrated by the successful realization of high-quality InAs and GaAs
nanowire networks on GaAs, InP, and InAs substrates of both (001) and (111)B orientations as well as homoepitaxial InSb
nanowire networks. Finally, phase coherence in Aharonov−Bohm ring experiments validates the potential of these crystals for
nanoelectronics and quantum transport applications. This work should enable faster and better nanoscale crystal engineering
over a range of compound semiconductors for improved device performance.
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Interest in hybrid superconductor/semiconductor nanowires
(NWs) is rising rapidly thanks to their promises to host

Majorana zero modes. These pseudoparticles could serve as a
basis for fault-tolerant quantum computing with exceptionally
long coherence times of individual qubits, revolutionizing the
way we are doing computations.1−3 Most of the advances in
Majorana-related transport experiments are demonstrated in
single III−V semiconductor NWs covered with an s-wave
superconductor,4−11 where NWs are grown by employing the
vapor−liquid−solid (VLS) method.12,13 However, the VLS-
grown NWs can form networks with only a limited number of
interconnections14−18 and are inherently non-scalable because
of the requirement for post-growth nanomanipulation of the
individual nanostructures onto a host substrate to allow for the

device-processing steps. These limitations must be overcome to
pave the way toward Majorana-based integrated circuits.
A natural alternative to the VLS approach is the selective-area

growth (SAG) technique in conjunction with a change of
geometry from free-standing vertical nanowires to an in-plane
geometry of nanowire networks. SAG proceeds similarly to
planar 2D growth but only inside lithographically defined
openings in an amorphous mask on a crystalline substrate
without any catalysts. This approach allows the controlled
formation of scalable in-plane NW networks in which the shape
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complexity and control over NW dimensions is obtained by
design.
While SAG is a mature technique regularly used for epitaxial

lateral overgrowth (ELOG) for fin field-effect transistors
(FinFET)19 and III−V/Si integration,20 only recently studies
have highlighted its potential for low-temperature transport
physics.21−26 Among available SAG compatible synthesis
techniques, molecular beam epitaxy (MBE) provides the key
advantage of allowing both in situ high-quality superconductor
deposition (e.g., epitaxial Al) proven to be crucial for Majorana-
based devices8 and the lowest levels of impurity incorporation
thanks to the lack of chemical precursors and ultrahigh-vacuum
conditions.

Using the SAG technique for III−VNWs allows their location
and in-plane geometry to be lithographically defined prior to
growth by openings in an amorphous mask covering a crystalline
substrate.27 Depending on growth conditions, four possible
growth modes can be observed during MBE, as schematically
depicted in Figure 1a, and experimentally demonstrated for
GaAs SAG, as shown in Figure 1b:

(i) nucleation of randomly oriented III−V crystallites on the
mask along with single-crystalline III−V growth inside the
openings,

(ii) formation of liquid and partially crystallized III/III−V
clusters on the mask along with single-crystalline III−V
growth inside the openings,

Figure 1. Selectivity maps for GaAs and InAs SAG. (a) Illustration of the III−V growth modes on patterned substrate at different substrate
temperatures for fixed FV-to-FIII flux ratio (FV > FIII). False-color SEM images of growth modes in the case of homoepitaxial GaAs SAG (FGa = 0.26
MLGaAs/s and FAs = 0.96MLGaAs/s) grown at (b1) 610 °Cwith post-growth cooling under As flux leading to GaAs crystallite formation (yellow) on the
mask, (b2) 600 °Cwith post-growth cooling under gradually decreasing As flux leading to Ga (As-saturated) droplet (blue) accumulation on the mask
and partially converted into Ga/GaAs clusters (yellow) upon cooling, (b3) 630 °C leading to selective growth, and (b4) 690 °C leading to GaAs
evaporation during the growth inside the openings. Scale bars are 500 nm. Selectivity maps for GaAs and InAs on GaAs(001) substrate: (c1, d1) upper
and lower bounds of group V elemental flux suitable for SAG corresponding to its desorption from the mask with partial coverage by group III element
clusters (filled points) and from III−V surface (empty points), respectively; (c2, d2) upper and lower bounds of group III elemental flux suitable for
SAG corresponding to its desorption from themask surface (filled points) and from III−V surface (empty points). Effective activation energies for each
line are marked next to it.
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(iii) selective single-crystalline III−V growth inside the
openings, and

(iv) no growth on the mask or inside the openings (III−V
decomposition regime).

Despite the initial work on SAG by MBE being reported as
early as in the 1970s,28 there is still limited understanding of
which processes govern the selectivity. Okamoto and Ohata
studied the upper boundary of the selectivity window of GaAs29

and InAs30 SAG on GaAs(001) substrate with a SiOx mask by
reflection high-energy electron diffractometry (RHEED). The
sticking coefficient of Ga adatoms on SiOx as a function of
substrate temperature was studied by ex situ scanning electron
microscopy (SEM) by several groups.31 −35 Allegretti et al.36

studied the selectivity of GaAs on GaAs(001) substrates with
SiOx mask by in situ SEM and RHEED. The authors measured
the critical impinging Ga flux leading to parasitic growth as a
function of substrate temperature under constant As flux.
Yokoyama et al.37 studied the Ga desorption rate from SiOx as a
function of substrate temperature and As flux, but no
explanation for the formation of GaAs crystallites on the mask
was given. For other III−V compounds, even less information is
available.38,39 We emphasize that all above-mentioned reports
do not distinguish between growth modes i and ii, which, as we
show here, is crucial for understanding the fundamental
selectivity mechanisms. Therefore, to the best of our knowledge
none of the reported studies provide a comprehensive
description of the selectivity mechanisms in III−V SAG.
Here, we develop a general set of experimental procedures, so-

called selectivity mapping, to unambiguously establish the
parameter space (selectivity window) where III−V NW growth
proceeds selectively at locations defined by lithography
patterning (growth mode iii). To do so, we investigate different
SAG modes outlined in Figure 1a and the transitions between
them. Selectivity mapping is performed for GaAs and InAs on
GaAs(001) substrate with a SiOx mask surface, and results are
extended to the InAs, InP, and GaAs substrates of both (001)
and (111)B orientations. Particular interest is paid to the semi-
insulating (111)B substrate on which we demonstrate wafer-
scale in-plane InAs NW networks with unprecedented network
complexity and a high yield of crossed junctions. Transmission
electron microscopy reveals high compositional uniformity and
structural quality of both individual NWs and their networks.
We probe the quantum-transport properties of selected network
geometries such as Aharonov−Bohm interference in loop-
shaped structures demonstrating quantum coherence, which is
crucial for Majorana-based quantum computational applica-
tions.14,40 We emphasize that obtained selectivity maps
potentially allow the precise growth optimization of III−V
SAG without losing selectivity. This is crucial to meet the tight
requirements of novel quantum devices.
In this work, we define the term “selectivity” as a set of growth

conditions during SAG at which the desorption of group III and
V adatoms from the amorphous mask is high enough to
exponentially reduce the chance of parasitic nucleation of III−V
crystallites and metal droplet accumulation on the mask and, at
the same time, the desorption from the mask openings is low
enough to allow III−V growth. The upper bound for impinging
group III and V fluxes (FIII and FV) suitable for SAG is defined by
adatom desorption rate from the mask material. The lower
bound is then set by desorption from III−V surface within the
mask openings. In general, the desorption rate (FA|S

des) of an

element A from a surface S can be described by a simple
Arrhenius equation:

= −|
i
k
jjjj

y
{
zzzzF R exp

E A S
kT
( , )

A S
des D

(1)

where R is a frequency factor assumed to be constant over the
studied temperature range, k is the Boltzmann constant, T is the
surface temperature, and ED(A, S) is an effective activation
energy of desorption that depends on both desorbing species A
and the surface properties of S. The desorption rate depends
linearly on the impinging flux until it reaches a saturation value
defined by the eq 1.41

Complete mapping of the selectivity windows for GaAs and
InAs SAG on GaAs(001) substrate with a SiOx mask surface is
presented in this work. All samples are grown by MBE, with
substrate temperature measured by calibrated pyrometer and
impinging and desorption fluxes presented in equivalent
monolayers per second (MLIII−V/s), as discussed in Supporting
Information SA. Substrate and mask preparation procedures are
described in Supporting Information SB. In situ RHEED
measurements are used to construct the selectivity maps with
details discussed for GaAs SAG. The same arguments are valid
for the InAs SAG as well as for different choice of substrate
materials and orientations.
Figure 1c1 presents the upper and lower bounds of the

impinging As flux suitable for GaAs SAG. The upper As bound is
measured by monitoring the transition of the RHEED pattern
from a halo (corresponding to an amorphous mask surface) to a
polycrystalline pattern (indicating formation of randomly
oriented III−V crystallites on the mask).31,42 This transition is
induced by gradually increasing the As flux after a short fixed
predeposition of Ga (equivalent to 5 MLGaAs). The transition is
rather abrupt, as it only takes tens of seconds to occur when the
As flux is higher than the upper As selectivity bound by at least
0.1 ML/s (Figure 1c1). In contrast, if the impinging As flux is
lower than that bound, then no formation of a polycrystalline
pattern is observed even after prolonged exposure (e.g., 8 min at
T = 585 °C and FAs = 0.98 MLGaAs/s). The lower As bound is
measured by monitoring of the RHEED reconstruction
transition from (2 × 4) to (4 × 2), at which the As flux is
equal to the impinging Ga flux.43 The exponential increase in As
flux necessary to maintain (2 × 4) reconstructions at elevated
temperatures is attributed to an increase in As desorption from
the III−V surface (Figure 1c1, empty dots).43

Figure 1c2 presents the upper and lower bounds of the
impinging Ga flux suitable for GaAs SAG. The upper Ga bound
is measured by monitoring the temperature dependence of the
RHEED intensity drop during predeposition of a fixed amount
of Ga at a fixed As flux. The RHEED intensity drop is calibrated
to an amount of deposited Ga at relatively low substrate
temperatures (520 °C) where the desorption of Ga is
negligible.43 The exponential decrease of the amount of
deposited Ga at elevated temperatures is attributed to
suppressed nucleation of Ga clusters on the mask. If the
impinging Ga flux exceeds that bound, while the As flux is kept
below the upper SAG bound (Figure 1c1) then a liquidGa phase
accumulates on the mask. This can be confirmed by ex situ SEM
(Figure 1b2) with the important requirement that during the
sample cooling to room temperature the As flux is adjusted to be
below the upper SAG bound at all times. In contrast, if the As
flux is maintained, then upon cooling it converts the liquid Ga
(As-saturated) phase into GaAs crystallites, which can be
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detected by both observation of polycrystalline ring RHEED
pattern (refer to Supporting Information SC.3) and ex situ SEM
(Figure 1b1). The lower Ga bound is measured by monitoring
the onset of the GaAs growth rate at elevated temperatures by
standard RHEED oscillations method.32,43,44 The obtained data
is in perfect agreement with literature reports within a 10 °C
accuracy margin.43 If the impinging Ga flux during the growth is
lower than the desorption flux then the NW and substrate
decomposition occurs instead of growth of III−V as shown in
Figure 1b4.45 This effect is not always detrimental, as it can be
used for controllable thinning of the III−V nanostructures.46

Note that Ga desorption from liquid Ga on the mask is lower
than from uncovered mask surface (see Supporting Information
SC.6). This suggests that if the impinging Ga flux is higher than
the desorption rate from the mask at a chosen substrate
temperature, then the Ga droplets accumulate on the mask
surface and a substantially higher substrate temperature is
needed to desorb it. This is related to different kinetic barriers
for evaporation of group III adatoms from the amorphous mask
versus from liquid group III droplets.47

A detailed description of the techniques and methodology
collectively used to obtain themaps in Figure 1 is provided in the
Supporting Information SC. The SiOx mask surface was
repeatedly exposed to In and Ga adatoms during the
selectivity-mapping experiments. We have performed atomic
force microscopy (AFM) imaging of its surface in areas directly
exposed and shielded from group III impinging fluxes (refer to
Supporting Information SC.7). No significant mask surface
deterioration was revealed, which confirms its robustness against

reaction with group III adatoms and ensures the reproducibility
of obtained results.
Importantly, we have identified a primary mechanism

governing selectivity to be the difference in the group III
adatom desorption rates from the amorphous mask versus from
III−V crystal. The role of group V desorption rate is considered
to be secondary because at any chosen substrate temperature its
value is higher than the group III desorption from the same
surface. This also suggests that, for commonly used growth
conditions during III−V growth (V-to-III ratio of 110 and
growth rate of 0.10.5 ML/s), the formation of III−V
crystallites on the mask (controlled by group V desorption) is
not the main factor limiting the selectivity but, rather,
accumulation of group III adatoms in the form of liquid
droplets (controlled by group III desorption). Moreover, our
results explain well the correlation that samples grown at lower
temperatures and cooled under constant group V flux
demonstrate exponentially higher density of III−V crystallites,
previously reported for selectivity characterization obtained
from ex situ SEM analysis.34,35 Indeed, this is because of
exponential increase of the accumulation of liquid III droplets at
low substrate temperatures, which then get converted into III−V
crystallites upon cooling under group V flux. Similar behavior
was reported for self-catalyzed VLS nanowires.48,49 Therefore,
we emphasize the importance of distinguishing between
formation of III−V crystallites and liquid III droplets on the
mask for correct interpretation of experimental results.
The fundamental understanding gained here allows us to

propose that themechanism of selectivity enhancement by using
metal modulated epitaxy (MME)37 and migration enhanced

Figure 2. In-plane InAs SAG networkmorphology on InP(111)B substrates controlled by high-symmetry crystallographic directions. (a) Design of the
mask pattern on a 2 in. InP(111)B wafer (top) with 70 unit cells of 5 mm × 5 mm dimensions (middle) containing various arrays of NW networks
(bottom) imaged by optical microscopy after the growth. (b) SEM micrographs displaying uniform faceting of single NWs oriented along the high-
symmetry <11̅0> (top) and <112̅>A (bottom) directions and non-uniform faceting in the intermediate case (middle). (c) Junctions consisting of
different NW families: asymmetrical junction of <112̅>A and ⟨11̅0⟩ (top), symmetrical <112̅>B (middle), and <112̅>A (bottom) with the latter one
being more uniform. (d) Example of complex NW networks composed of the <112̅> NW family: comb pattern (top), honeycomb pattern (middle),
and Aharonov−Bohm ring shape (bottom).
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Figure 3. Structural properties of in-plane InAs SAG NWs on InP(111)B substrates. (a) Schematics of the NW cross-sections under investigation:
(left) perpendicular and (right) parallel to the NW in-plane direction. Panel B: cross-sectional STEM analysis of a < 112̅> nanowire observed through
[12̅1] zone axis. (b1) Low-magnification HAADF-STEM micrograph showing an overview of the cross-section and faceting. (b2) Atomic-resolution
HAADF-STEMmicrograph with the corresponding fast Fourier transform (FFT) power spectrum. (b3) Rotational map obtained in the (22̅0) planes
highlighting the presence of periodical misfit dislocations at the InAs−InP interface (white arrows). (b4) Details on the atomic arrangement near the
interface with the substrate and mask. Panel C: cross-sectional STEM analysis of a < 11̅0>-oriented nanowire observed through [11̅0] zone axis. (c1)
Low-magnificationHAADF-STEMmicrograph of cross-sectional cut. (c2) Atomic-resolutionHAADF-STEM image with the corresponding FFT and
plane identification on the sample interface. (c3) Rotational map applied to the (1̅1̅1̅) planes highlighting the presence of the misfit dislocations at the
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epitaxy (MEE)50,51 can be clearly attributed to desorption of
liquid group III droplets during periodic interruption of group
III flux rather than to decomposition and sublimation of III−V
crystallites from the mask.52 The same explanation is applicable
to H-assisted MBE, where hydrogen plasma is used to improve
selectivity by forming volatile compounds with parasitic group
III droplets42,53 and not with III−V crystallites. This explanation
agrees well with the reports demonstrating absence of hydrogen
promoted decomposition of GaAs(001) surfaces.53

The impinging flux boundaries presented in Figure
1c1,c2,d1,d2 combined present complete selectivity maps for
SAG of InAs and GaAs on GaAs(001) substrates with the
patterned SiOx mask surface. Obtained maps detail the
boundaries between four growth modes presented in Figure
1a. This enables the controlled optimization of the growth
parameters within the selectivity window to achieve the desired
morphologies, faceting, and highest crystal quality of the SAG
structures. Moreover, we speculate that the combination of
selectivity maps of binary compounds (e.g., InAs and GaAs)
potentially can be extended to ternary alloys (e.g., InxGa1−xAs)
by isolating the intersecting areas on the maps where the growth
proceeds selectively for both binary compounds composing the
ternary alloy in question.
To demonstrate a wide applicability of developed technique,

we have applied obtained knowledge to other material
combinations and substrate orientations, which include growth
of InAs, GaAs and InAs/GaAs SAG NWs on GaAs, InAs, and
InP substrates of (001) and (111)B orientations with SiOx/SiNx
masks (see Supporting Information SD.1). Additionally, we
have been able to apply the developed selectivity mapping
technique to study the selectivity aspects of InSb SAGon various
substrates. For example, we were able to successfully
demonstrate homoepitaxial InSb SAG on InSb(001) and
InSb(111)B substrates, which suggests that our methodology
can be extended beyond the III−As system (cf. Supporting
Information SD.2). However, we have discovered that the
growth and especially nucleation mechanisms differ for InSb in
comparison to III−As SAG, which goes beyond the scope of the
current work.
The case of InAs SAG on InP(111)B substrate with SiOxmask

surface is studied in detail below because of its smaller lattice
mismatch compared to GaAs substrate and of a 3-fold rotational
surface symmetry [in contrast to a 2-fold symmetry of the (001)
surface], allowing the fabrication of structurally coherent
nanostructure networks of identically faceted nanowires as
desired for quantum computing applications. Refer to
Supporting Information SD for a comparison of in-plane NW
morphology on (001) and (111)B substrates supporting this
choice.
An overview of the mask as well as of InAs single NW,

junction, and network morphologies when grown on patterned
InP(111)B substrate is shown in Figure 2. For this, a prepared 2
in. wafer is loaded into MBE and growth of InAs proceeds with
growth parameters chosen to be within the selectivity window
outlined in Figure 1d1,d2. This way the in-plane shape of the
NWs is guided by themask pattern. Out-of-planemorphology of

the NWs is governed by surface free energyminimization criteria
and growth kinetics. For nanocircuit applications, precise
control over both in-plane and out-of-plane shape must be
achieved. This challenge can be separated into two parts:
morphology of individual NWs and of their junctions. For
individual NWs, their cross-section faceting strongly depends on
the in-plane orientation of the InAs NWs in relation to the
substrate orientation with uniform faceting obtained only in two
high-symmetry direction families, <11̅0> and <112̅> (Figure
2b). This is driven by facet surface energy minimization during
the SAG, which enhances the facet growth along <11̅0> and
<112̅> directions as they correspond to local minima of the
surface energy on the Wulff diagram for InAs(111)B.54,55

Similar behavior was previously reported for GaAs(111)B in-
plane SAG structures.56 For NW junctions, their shape strongly
depends on the relative orientation of joining NWs, with
symmetrical junctions obtained only when the same NW
direction family is used (Figure 2c). Note that <112̅> are polar
directions, and therefore, their junctions have different
morphology when composed of <112̅>B- versus <112̅>A-
oriented NWs (Figure 2c, middle and bottom), with the latter
one being more uniform in shape. All these aspects must be
considered when designing the devices based on InAs NW
networks (Figure 2d). Note that brightness and contrast
variation in reported SEM images of NW networks originate
from the morphology of the networks rather than from variation
in their crystal or electrical properties, as no evidence to suggest
otherwise was found by both structural and electrical character-
izations presented further in the text.
Structural properties of uniformly faceted NWs oriented

along high-symmetry <112̅> and <11̅0> crystal directions
(Figure 3a, left) were studied by scanning transmission electron
microscopy (STEM) in high-angle annular dark-field (HAADF)
mode. A thin AlOx protective layer (grown by atomic layer
deposition) was used for protection during the focused ion beam
(FIB) preparation of the TEM lamellas, according to the
method described in the Supporting Information SH.57 The
cross-sectional HAADF-STEM of <112̅>-oriented NWs reveal
their symmetrical shape (Figure 3b1) with vertically oriented
{11̅0} side-walls, small inclusions of {201} facets at the top
corners, and a flat (111)B top facet. Shape symmetry agrees well
with reflection symmetry of nonpolar {11̅0} crystal side facets.
No significant overgrowth on the mask is evident; the nanowire
width is precisely defined by the opening area.White spots in the
HAADF-STEM image are attributed to the re-evaporation of In
during TEM lamella preparation. Atomic-resolution HAADF-
STEM imaging shown in Figure 3b2 reveals that InAs grows
epitaxially on top of the InP substrate. Strain is mostly relaxed by
the creation of a set of misfit dislocations at the interface
between the two materials, as revealed in the rotational map
obtained on the (202̅) planes (Figure 3b3). Other than that, no
defects have been found in the central and top part of the NW
cross-section in agreement with reports on similar in-plane
elongated nanostructures.24,58 However, this aspect was not
systematically evaluated by TEM in this work due to a limited
number of analyzed TEM lamellas and, therefore, does not

Figure 3. continued

InAs/InP interface (white arrows) and (c4) HAADF-STEM image on the overgrown region at the right showing the presence of twin boundaries
(white dashed lines). Panel D: Longitudinal cross-sectional HAADF STEMof a < 112̅> -orientedNW junction observed through [11̅0] zone axis. (d1)
Low-magnification overview of the cut. (d2) Interface with a propagating stacking fault (red arrows). (d3) Stacking fault creating the step on top of the
NW and (d4) in-plane stacking fault originating just above the InAs−InP interface.
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exclude the possibility that extended defects are present in such
wires.
The cross-section of <11̅0>-oriented NW reveals its asym-

metrical shape (Figure 3c1) with clear overgrowth to one side of
the mask opening. This shape difference compared with <112̅>-
oriented NWs is explained by the absence of reflection
symmetry of polar <112̅> directions (see Supporting Informa-
tion SE.1). Atomic resolution STEM imaging shown in Figure
3c2 reveals an epitaxial relation of the InAs(111)B SAG on
InP(111)B substrates. Geometric phase analysis (GPA) of the
InAs−InP interface reveals the presence of misfit dislocations
similarly to the <112̅>-oriented NWs (Figure 3c3), as expected.
The NW cross-section characterization by atomic-resolution
HAADF-STEM reveals its pure zincblende structure, being
completely defect-free in the center and on the left side.
However, some twin boundaries appear in the (11̅1̅) planes at
the right side of the nanowire cross-section where the lateral
overgrowth starts (Figure 3c4). We speculate that the formation
of the twin is linked to the bond orientation of the As and In
atoms at the NW−mask interface. Indeed, it was reported that
the mask step (from the sidewall to top surface) promotes bond
distortion resulting in the anticlockwise rotation of the III−V
crystal and (11̅1̅) twin-plane formation.59

Out of two inspected crystallographic directions, the <112̅>-
oriented NWs are chosen for further structural investigation
because of their symmetric faceting and minimal overgrowth on
the mask, both characteristics being favorable for high-quality
NW networks formation. A longitudinal cross-section TEM
lamella is prepared to investigate defect propagation along the
NW. Some occasional stacking faults along {111} planes are
found in the structure (red arrows in Figure 3d2−d4), which
correspond to Frank partial dislocations.60 In the case of
stacking faults that are not parallel to the substrate, they appear
after several nanometers above the interface with the substrate
and propagate until the top of the NW. Upon reaching the top
facet of the NW, they create a step feature as depicted in Figure
3d3. Occasional in-plane oriented stacking faults are also
present, as shown in Figure 3d4. Despite that, most of the NW
volume appears defect-free and exhibits zincblende structure
with no wurtzite segments found in any of inspected TEM
lamellas. We emphasize that the grown nanostructures show a
perfect epitaxial relationship between the InP(111)B substrate
and the InAs grown NWs, while preserving the (111)B polarity
of the substrate, as shown by the atomic resolution HAADF
STEM analyses in Figure 3, as expected.61

Triple junctions consisting of <112̅>A and <112̅>B NWs
(depicted in Figure 2b top and bottom) are also examined by
TEM; however, no significant difference compared to single
<112̅>-oriented NWs is found in the examined samples (see
Supporting Information SG).
All TEM lamellas are also inspected for chemical composition

uniformity via electron energy loss spectroscopy (EELS)
elemental composition mapping. The chemical analyses reveal
no detectable diffusion of the elements at the interface (see
Supporting Information SF). In general, the InAs NW crystal
quality is high, as is as the chemical purity. This agrees with
recent studies by Krizek et al.21 and Friedl et al.24

Based on the results presented above, we choose the <112̅>
NW family to construct NW networks for quantum transport
characterization. Their symmetrical shape ensures structural
coherence of InAs NW networks. Moreover, absence of
overgrowth of <112̅>-oriented wires allows accurate control
over their dimensions by relatively simple means: height by

adjusting the growth time, width by lithographically defining the
width of the mask opening, and further adjustments by tuning
the growth conditions to favor or hinder lateral growth.20

To demonstrate the potential of obtained InAs SAG networks
for quantum transport applications, the Aharonov−Bohm effect
is studied in differently sized loop-shaped NW networks at a
temperature of 20 mK (device fabrication and measurements
details are described in the Supporting Information). An
example of such a nanostructure with a circumference of
about 3.9 μm is shown in Figure 4a. Due to the finite width of the
NW of about 190 nm, the trajectories inside these loops can vary
between the inner circumference of about 3.0 μm and the outer
circumference of about 4.6 μm. On average, the enclosed loop
area corresponds to 0.9 μm2. Also, loops with a circumference of
about 13.4 μm are investigated, where the enclosed area is an
order of magnitude larger. As a common feature in mesoscopic
devices, slowly varying universal conductance fluctuations are
superimposed on the Aharonov−Bohm oscillations.18 This
magnetoconductance variation is removed by fitting and
subtracting a background in the form of a second-order
polynomial. We find that the fast Fourier transform (FFT) of
the conductance oscillations exhibits frequency contributions
only within the shaded frequency interval in Figure 4b, c
(bottom panels), which corresponds to the possible values of the
area enclosed by the loop trajectories inside the device. The
dominating frequency corresponds to a period of 4.98 mT for
the smaller loop (cf. Figure 4b) and 0.45 mT for the large loop
(cf. Figure 4d), in agreement with the expected periods
estimated from the loop area A via h/eA. The small loop
exhibits oscillation amplitudes on the order ofΔG = 0.04× (2e2/
h), while the large one yields a smaller value of ΔG = 0.01 ×
(2e2/h), as expected. Our measurements demonstrate con-
tinuous conductance and phase-coherent transport in all
sections (including the junctions) of extraordinarily large loop
structures of dimensions relevant for interferometric readout of
topological qubits.14,40 This, and the fact that epitaxial Al can be
fabricated on studied InAs NWs (see Supporting Information
SJ), suggest that the InAs SAG structures can serve as an
excellent platform for future quantum transport experiments and
topological braiding operations.
In conclusion, we have shown how to reliably obtain

selectivity maps for SAG of III−V materials. The upper and
lower bounds for impinging group III and V fluxes defining the
selective growth parameter window were mapped for InAs and
GaAs SAG cases. This potentially enables controlled material
quality optimization within the full selective growth window.
Experimental results are explained in terms of difference in
desorption of group III and V elements from the mask versus the
III−V surface. We identified that the desorption of group III
element is the key mechanism governing the selectivity during
SAG of III−V nanostructures. These results can generally be
translated to other III−V materials and substrates and used to
establish a parameter space where the selective regime can be
achieved easily. Following this, advanced InAs/GaAs NW
networks with unprecedent network complexity and shape
control were realized on various substrates. Morphology,
structural, and transport properties of in-plane InAs NW
networks on semi-insulating InP(111)B substrates were studied
in detail. Zincblende InAs NWs exhibit an epitaxial relation to
InP(111)B substrates, with strain being efficiently relaxed
following the creation of an array of misfit dislocations at the
InAs−InP interface. Networks composed of nanowires oriented
along <112̅> orientations exhibit symmetrical uniform faceting,
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nearly defect-free structure, and an absence of overgrowth,
which makes them preferable over other orientations for
constructing structurally coherent networks. Obtained NW
networks demonstrate phase-coherent electrical transport via
the Aharonov−Bohm effect observed in differently sized loop-
shaped nanostructures. Phase coherence is maintained across
devices with a circumference of more than 10 μm. This
demonstrates the viability of the selectively grownNWnetworks
as a platform for measurement-based quantum gates for
topological quantum computing.
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Figure 4. Aharonov−Bohm effect in InAs loop structures. (a) Scanning
electron micrograph of an InAs SAG Aharonov−Bohm ring (yellow)
contacted by Ti/Au leads (purple) and covered with SiNx dielectric and
a top-gate electrode (red). The loop area (A) corresponds to 0.9 μm2.
(b) Periodic oscillations in magnetoconductance ΔG measured for the
device depicted in panel a. A slowly varying background has been
subtracted. In the bottom panel, the FFT spectrum ofΔG is presented,
where the shaded region indicates the frequency range that is expected
to contribute to themagnetoconductance due to the device dimensions.
(c) Magnetoconductance oscillations measured in a much-larger loop
structure with A = 9.6 μm2.
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